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1
MAGNETICALLY CONTROLLABLE
FLUIDIC ETCHING PROCESS

BACKGROUND

The present disclosure relates to etching, and more specifi-
cally, to magnetically controllable etching.

Wet etching is a process in which liquid etchants remove a
target material from a substrate or wafer in a circuit board.
Wet etching can be done anisotropically on crystalline mate-
rials, e.g., silicon, by using certain type of etchants. Unlike
isotropic etching, anisotropic wet etching allows etchants to
etch target material in any direction.

SUMMARY

Embodiments of the present disclosure are directed toward
a method and a system for magnetically controllable etching
a substrate.

One embodiment is directed toward a method for magneti-
cally controllable etching a substrate. The method includes
applying a magnetic etching ferrofluid, that contains an aque-
ous etchant solution within one or more reverse micelles
responsive to a magnetic field, onto the substrate at a first
depth. The method also includes creating a magnetic field at
afirst strength that causes the reverse micelle to move in a first
direction at a first rate. The method also includes determining
whether the substrate is at a second depth. The method also
includes reducing, in response to the substrate being at a
second depth, the magnetic field to a second strength to cause
the reverse micelle to move in the first direction at a second
rate.

Another embodiment is directed toward a system for mag-
netically controllable etching a substrate. The system may
include a substrate with a first depth. The system may also
include a monitoring module configured to monitor a struc-
ture of the substrate. The system may also include a magnetic
field generator configured to generate a magnetic field. The
system may also include a magnetic etching ferrofluid con-
taining one or more reverse micelles with a core containing an
aqueous etchant solution and suspended in a non-polar sol-
vent. The system may also include a controller. The controller
may be configured to apply the magnetic etching ferrofiuid
onto the substrate at the first depth. The controller may be
configured to send an instruction to the magnetic field gen-
erator to create the magnetic field at a first strength that causes
the reverse micelle to move in a first direction at a first rate.
The controller may be configured to receive the structure
from the monitoring module. The controller may be config-
ured to determine whether the substrate is at a second depth
from the structure. The controller may be configured to send
an instruction to the magnetic field generator to reduce, in
response to the substrate being at the second depth, the mag-
netic field to a second strength to cause the reverse micelle to
move in the first direction at a second rate.

The above summary is not intended to describe each illus-
trated embodiment or every implementation of the present
disclosure.

BRIEF DESCRIPTION OF THE DRAWINGS

The drawings included in the present application are incor-
porated into, and form part of, the specification. They illus-
trate embodiments of the present disclosure and, along with
the description, serve to explain the principles of the disclo-
sure. The drawings are only illustrative of certain embodi-
ments and do not limit the disclosure.
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FIG. 1A illustrates a diagram of an etching reverse micelle,
according to various embodiments.

FIG. 1B illustrates a magnified view of an etching reverse
micelle, according to various embodiments.

FIG. 2A illustrates a diagram of an etching reverse micelle
containing encapsulated magnetic particles, according to
various embodiments.

FIG. 2B illustrates a simplified scheme of encapsulation of
a magnetic particle, according to various embodiments.

FIG. 2C illustrates a magnified view of an etching reverse
micelle containing encapsulated magnetic particles, accord-
ing to various embodiments.

FIG. 3A illustrates a schematic diagram of a system for
controlling a ferrofluid containing one or more reverse
micelles, according to various embodiments.

FIG. 3B illustrates a diagram of a system for wet etching a
substrate layer, according to various embodiments.

FIG. 4 illustrates a flowchart for a method for magnetically
controllable etching with a ferrofiuid containing etching
reverse micelles, according to various embodiments.

While the invention is amenable to various modifications
and alternative forms, specifics thereof have been shown by
way of example in the drawings and will be described in
detail. It should be understood, however, that the intention is
not to limit the invention to the particular embodiments
described. On the contrary, the intention is to cover all modi-
fications, equivalents, and alternatives falling within the spirit
and scope of the invention.

DETAILED DESCRIPTION

The present disclosure relates to etching, and more specifi-
cally, to magnetically controllable etching. Aspects of the
present invention may relate to magnetically controllable
etching by applying a ferrofluid containing reverse micelles
with an etchant solution onto a surface. The application of the
ferrofluid may create a magnetic field that causes the ferrof-
luid to move to a target surface. Once the surface is etched to
a desired level, it may be rinsed with a non-polar solvent and
the ferrofluid may move in a different direction in response to
a change in strength or location of the magnetic field. While
the present disclosure is not necessarily limited to such appli-
cations, various aspects of the disclosure may be appreciated
through a discussion of various examples using this context.

A ferrofluid is a liquid capable of being magnetized in the
presence of a magnetic field. A ferrofluid may have magnetic
particles and a liquid carrier. Examples of magnetic particles
in a ferrofiuid may include, but are not limited to, colloidal
mixture of iron nanoparticles that may be finely divided and
suspended in a liquid carrier. An example of a liquid carrier
may include an oil compatible solvent that may be made up of
a hydrocarbon such as isooctane.

A reverse micelle is an aggregate of surfactant molecules
dispersed in a hydrophobic liquid, wherein the hydrophobic
tail regions are in contact with the surrounding non-polar
solvent (e.g., isooctane) while the hydrophilic head regions
point towards the center of the reverse micelle. Examples of
the surfactants molecules to form a reverse micelles may
include, but are not limited to, polyisobutylene (PIB), acidic
sorbitan oleate (SPAN), and sodium di(2-ethyl hexyl) sulfo-
succinate (hereinafter “AOT”). The reverse micelle may be
spherical in shape and may have a small spherical space
pocket that may contain water and other polar molecules.
Reverse micelles are attractive systems used for the confine-
ment of polar nano-scale molecules, as they separate aqueous
solution from a non-polar solvent by a surfactant layer.
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Wet etching is predominantly isotropic in nature, conse-
quently, the aspect ratio (i.e., the depth of line/line width) of
the circuit lines is low. Unlike isotropic etching, in which
etchants etch target material away uniformly in all directions,
anisotropic wet etching allows etchants to etch target material
in any direction. Anisotropic etching yields a much higher
aspect ratio by limiting lateral etching and achieving much
narrower circuit traces. In various embodiments, the capabil-
ity of moving the ferrofluid to a target location in a desired
direction, in response to a strength and/or location of a mag-
netic field, enables an magnetically controllable etching.

There may be one or more ways to prepare a ferrofluid that
contains reverse micelles with an etching ability. In one
embodiment, a ferrofluid may be created by adding reverse
micelles containing etchants to a non-polar solvent where
magnetic particles may be dispersed. A reverse micelle may
have AOT as the surfactant; isooctane as a non-polar, oil-
based solvent; and iron as magnetic particles. The non-polar
groups ofthe surfactant may form the outer surface area of the
spherical reverse micelle. For example, the hydrophilic head
of AOT, i.e., the Na*—SO,~ moiety, may point toward the
center of the reverse micelle while the hydrophobic tail, i.e.,
the di-2-ethyl hexyl fragment, may point toward the non-
polar, oil-based solvent. At the center of the reverse micelle,
a core may be formed by being surrounded by the head groups
of the reverse micelle. The core may be filled with a polar,
aqueous solution carrying one or more etchants, e.g., cupric
chloride, cupric sulfate, hydrogen peroxide, etc. The non-
polar solvent may have finely divided magnetic particles in
suspension, which may be magnetized in the presence of a
magnetic field.

In another embodiment, a ferrofluid may be created by
adding reverse micelles that contain both etchants and encap-
sulated magnetic particles to a non-polar solvent. The reverse
micelles may have AOT as the surfactant; isooctane as a
non-polar solvent; and iron as magnetic particles. A core of a
reverse micelle may carry one or more etchants, e.g., cupric
chloride, and encapsulated magnetic particles in aqueous
solution. Encapsulated magnetic particles may be formed by
enclosing non-polar magnetic particles by water-soluble
encapsulants, e.g. hydroxyethylcellulose, ethylcelluose, etc.
The newly formed encapsulated magnetic particles may not
only possess a polar characteristic in the aqueous solution but
also retain the ability to be magnetized in the presence of a
magnetic field.

In various embodiments, reverse micelles may be dynamic
structures, as they may constantly collide, coalesce, and
exchange contents. Furthermore, contents of the aqueous
solution inside the reverse micelle cores may be exchanged
among many reverse micelles. During the exchange, one or
more etchants, e.g., cupric chloride, in the core may exit the
reverse micelle and reenter into the same reverse micelle or
another in the surrounding. As one or more etchants exit the
core of the reverse micelle, they may come in contact with a
target material to be etched, e.g. copper, and etching may
ensue. The dynamic characteristics of reverse micelles may
enable the reverse micelles to function as etchants.

In addition to many other benefits, a method of wet etching
with an electromagnetically-controllable ferrofluid may pro-
vide flexibility in working with a wider range of surface
resistance. In various embodiments, the movement and direc-
tion of a ferrofluid containing etching reverse micelles may be
controlled by a magnetic field. The method of applying elec-
tromagnetically-controllable wet etching process may be
used to precisely tailor the electrical characteristics of a select
few specific high-speed traces, wherein using conventional
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4

etching processes may make compromises between 50, 100
and 85 Ohm constructs, for example.

FIG. 1A illustrates a diagram of an etching reverse micelle
102, according to various embodiments. An aggregate of
surfactant, e.g., AOT, may form a spherical reverse micelle. A
reverse micelle core 104 may be structured inside the etching
reverse micelle 102 by the head groups of the surfactant,
creating a space that may contain an aqueous solution. The
reverse micelle core 104 may have a possible volume of 1.4
cubic millimeters-3.0 cubic millimeters. The reverse micelle
core 104 may also have a diameter of 2-5 nm, according to
various embodiments. The volume can be varied according to
the degree of etching desired. For example, a greater need for
etching may require a higher volume of aqueous solution. The
etching reverse micelle 102 may be dispersed in a non-polar
solvent, e.g. isooctane, wherein the non-polar solvent may
contain magnetic particles 108 finely divided and suspended.
The magnetic particles 108 may become magnetized in the
presence of a magnetic field. Dispersing the magnetic par-
ticles in the non-polar solvent can be achieved by various
ways, e.g., high shear dispersion, sonification, etc.

FIG. 1B illustrates a magnified view of an etching reverse
micelle, according to various embodiments. Two layers,
aqueous (polar) solution layer and non-polar solvent, divided
by the head group of the surfactant, i.e., Na*—SO, ™ moieties
of AOT, are viewed in the figure. The hydrophilic head of the
surfactant may point toward the polar aqueous solution and
the hydrophobic tail of the surfactant may point toward the
non-polar solvent. The aqueous solution may contain etchant
106 dispersed in the solution with water. Cupric chloride, i.e.,
CuCl,, may be used as etchant. The tail group of the surfac-
tant, e.g., di-2-ethyl hexyl fragment of AOT may be dispersed
in the non-polar solvent. In various embodiments, the con-
centration of the cupric chloride can be 125 g/1.-175 g/L.
within the reverse-micelle core. The degree of etching pre-
ferred may be controllable based on the concentration of the
etchant.

FIG. 2A illustrates a diagram of an etching reverse micelle
202 containing encapsulated magnetic particles, according to
various embodiments. An aggregate of surfactant, e.g., AOT,
may form a spherical reverse micelle. A reverse micelle core
210 may be created inside the etching reverse micelle 202
containing encapsulated magnetic particles by the head
groups of the surfactant, creating a space that may contain an
aqueous solution. The etching reverse micelle 202 containing
encapsulated magnetic particles may be dispersed in a non-
polar solvent, e.g. isooctane.

FIG. 2B illustrates a simplified scheme of encapsulation of
a magnetic particle 208, according to various embodiments.
The magnetic particle 208 may be encapsulated by an encap-
sulant 204, e.g. hydroxyethylcellulose, ethylcelluose, urea-
formaldehyde, etc. to yield an encapsulated magnetic particle
206. A sample size diameter range for an encapsulant is
0.22-1000 micrometers. The encapsulated magnetic particle
206 may have an increased polarity, and may be in a stable
state within the polar aqueous solution in a reverse micelle
core 210. The encapsulated magnetic particles 206 may retain
the ability to be magnetized in the presence of a magnetic
field.

FIG. 2C illustrates a magnified view of an idealized dia-
gram of an etching reverse micelle containing encapsulated
magnetic particles 202, according to various embodiments.
Two layers, aqueous (polar) solution layer and non-polar
solvent, divided by the head groups of the surfactant, i.e.,
Na*—SO;~ moieties of AOT, are viewed in the figure. The
hydrophilic heads of the surfactant may point toward the
polar aqueous solution and the hydrophobic tails of the sur-
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factant may point toward the non-polar solvent. The aqueous
solution may contain etchant 212 dispersed in the solution
with water. In various embodiments, cupric chloride may be
used as the etchant. The aqueous solution may further contain
one or more encapsulated magnetic particles 206. The tail
groups of the surfactant, e.g., di-2-ethyl hexyl fragments of
AOT, may be dispersed in the non-polar solvent.

FIG. 3 A illustrates a schematic diagram of a system 300 for
controlling a ferrofiuid 306 containing one or more reverse
micelles 302, according to various embodiments. The reverse
micelles 302 may be in a sufficient concentration to etch the
target material 308 and 310 and may vary depending on the
amount of target material to be removed. In various embodi-
ments, the ferrofluid 306 may contain dispersed magnetic
particles. The reverse micelles 302 dispersed in the ferrofluid
306 may contain one or more etchants. In various embodi-
ments, the reverse micelles 302 may also contain encapsu-
lated magnetic particles, e.g., the magnetic particles found in
FIG. 2B.

The ferrofluid 306 containing one or reverse micelles 302
may be applied onto a substrate 304, wherein the substrate
304 may have target materials 308, 310 to be etched. Target
materials may exist on the bottom or sidewall of the substrate
304 as illustrated in FIG. 3A. The system 300 further illus-
trates an application of a magnetic field to the inserted ferrof-
Iuid 306 containing one or more reverse micelles 302. Once
the ferrofluid containing one or more reverse micelles 302 is
inserted into a substrate 304, a magnetic field may be applied
to the ferrofiuid. In various embodiments, a spherical droplet
containing the reverse micelle may split into two conical
daughter droplets and the magnetic field may have a field
intensity range from 80-680 Oersteds (Oe). The magnetic
field may have minimal interaction with the circuit compo-
nents.

The system 300 may have a generator 312, a monitoring
module 313, and a controller 314. The monitoring module
313 can operate on visual feedback, such as microscopy,
Infrared Imaging, x-ray spectroscopy, or any other technique
used to determine the structure of the substrate. The system
300 may operate in a feedback loop. For example, the moni-
toring module 313 can determine how the substrate 304 is
structured against an expected result. The monitoring module
313 can feed the structural information to the controller 314.
The controller 314 can control the magnetic field generated
by the generator 312. The magnetic field may be created by a
generator 312, and a controller 314 may control the location,
movement, and proximity of the magnetic field which further
is captured by the monitoring module.

In various embodiments, the controller 314 may adjust the
magnetic field to cause the reverse micelle to move in a
second direction. For example, if the target material 310 is not
etched sufficiently, the controller 314 may adjust the mag-
netic field produced by the generator 312 to etch the target
material. The adjustment can include a change in the direction
orintensity of the magnetic field. For example, if the direction
of the magnetic field is changed, then the generator 312 may
be moved relative to the substrate 304.

FIG. 3B illustrates a diagram of a system 350 for wet
etching a substrate layer, according to various embodiments.
Once a ferrofluid 306 containing one or more etchants is
applied to target materials, magnetically controllable etching
may begin to function due to the dynamic characteristic of the
etching reverse micelle. In various embodiments, reverse
micelles dispersed in the ferrofiuid 306 may carry etchants
with the capability of wet etching anisotropically, e.g., cupric
chloride. The etchants may come in contact with the target
materials 316, 318 and may immediately start etching aniso-
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tropically. The target materials 316 and 318, which may cor-
respond to the target material 308 and 310, respectively, in
FIG. 3A., may be etched away and reduced in size.

The movement and direction of the ferrofluid may respond
to and vary in accordance with the location and proximity of
the magnetic field. A change in the movement of the ferrofluid
may be initiated in response to a change in location of the
magnetic field, and the ferrofluid may consequently change
its location toward the magnetic field. Also, the speed at
which the ferrofluid may move may vary according to the
proximity in distance of the magnetic field. Upon being
applied by the magnetic field, magnetic particles 308 in the
ferrofluid may get attracted to the magnetic field, causing the
movement of the ferrofluid in a direction towards the mag-
netic field. The closer the magnetic field is applied to a fer-
rofluid, the stronger magnetic particles 306 in the ferrofluid
may get attracted to the magnetic field, causing faster move-
ment of the ferrofluid.

FIG. 4 illustrates a flowchart for a method 400 for mag-
netically controllable etching with a ferrofluid containing
etching reverse micelles, according to various embodiments.
At operation 408, a ferrofluid containing etching reverse
micelles may be applied to a substrate layer to etch target
materials and the substrate layer may be removed to a desired
level for applying a ferrofluid containing reverse micelles.
Due to a relatively slow speed, the method of etching with a
ferrofluid containing etching reverse micelles may be used
after nominal lines or spaces are fabricated on a substrate.
Removing the substrate layer to a desired level may be
achieved by using various etching processes, e.g., the spray
etch process used in the manufacture of printed circuit boards.

Atoperation 410, the controller may determine whether the
substrate is at a first depth. The controller may utilize a form
of detection mechanism such as optical sensors. The first
depth of substrate for applying magnetic etching micelles
may be user-defined. In various embodiments, the first depth
can be at a desired level. The first depth may be met if the
determined level is equal to the desired level or falls within a
threshold value. If the first depth is not met, then the method
400 may continue to operation 408 to further reduce the
substrate in order to meet the first depth. If the first depth is
met, then the method 400 may proceed to operation 412.

At operation 412, a ferrofluid containing etching reverse
micelles is created. In one embodiment, a ferrofluid may
carry etching reverse micelles containing etchants with the
magnetically controllable etching capability, e.g., cupric
chloride, and magnetic particles in a non-polar solvent. In
another embodiment, a ferrofluid may carry etching reverse
micelles containing etchants with the magnetically control-
lable etching capability and encapsulated magnetic particles,
both of which may be contained inside their polar core.

At operation 414, a magnetic field may be applied to a
ferrofluid carrying one or more etching reverse micelles. A
magnetic field may be generated by a magnetic field genera-
tor. The movement and direction of the ferrofluid may
respond to the location of the magnetic field, i.e., the direction
and distance of the magnetic field being applied to the ferrof-
Iuid. The location of the magnetic field may also be manipu-
lated by changing the strength or the location of the magnetic
field generator.

Atoperation 416, the controller may determine whether the
target substrate is removed to a second layer. The controller
may first determine the amount of substrate that is remaining.
The controller may also determine if the amount of substrate
is within a tolerance for the second layer. The second layer
may be user-defined. In various embodiments, the second
layer may be met if the second layer is equal to or less than the
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determined layer of the substrate. If the second layer is not
met, then the method 400 may continue to operation 414 to
further etch the target material in order to meet the second
layer. If the second layer of the substrate is met, then the
method 400 may proceed to operation 422. In various
embodiments, the controller may reduce the magnetic field to
cause the reverse micelle to move at a second rate. The second
rate can also include non-movement of the reverse micelle
relative to the substrate. For example, once the controller
determines the substrate is removed to a second layer, then the
controller can cause the magnetic field generator to cease.

Atoperation 422, a substrate in a finished circuit board may
be rinsed using various rinsing methods. For example, the
substrate may be rinsed with the solvent of the ferrofluid (e.g.,
isooctane) containing etching reverse micelles in various
embodiments. The substrate may also be rinsed with an aque-
ous detergent followed by a de-ionized water (DI-water)
cleaning.

The descriptions ofthe various embodiments of the present
disclosure have been presented for purposes of illustration,
but are not intended to be exhaustive or limited to the embodi-
ments disclosed. Many modifications and variations will be
apparent to those of ordinary skill in the art without departing
from the scope and spirit of the described embodiments. The
terminology used herein was chosen to best explain the prin-
ciples of the embodiments, the practical application or tech-
nical improvement over technologies found in the market-
place, or to enable others of ordinary skill in the art to
understand the embodiments disclosed herein.

The descriptions ofthe various embodiments of the present
disclosure have been presented for purposes of illustration,
but are not intended to be exhaustive or limited to the embodi-
ments disclosed. Many modifications and variations will be
apparent to those of ordinary skill in the art without departing
from the scope and spirit of the described embodiments. The
terminology used herein was chosen to explain the principles
of the embodiments, the practical application or technical
improvement over technologies found in the marketplace, or
to enable others of ordinary skill in the art to understand the
embodiments disclosed herein.

The flowchart and block diagrams in the Figures illustrate
the architecture, functionality, and operation of possible
implementations of systems, methods, and computer pro-
gram products according to various embodiments of the
present invention. In this regard, each block in the flowchart
or block diagrams may represent a module, an engine, seg-
ment, or portion of instructions, which comprises one or more
executable instructions for implementing the specified logi-
cal function(s). In some alternative implementations, the
functions noted in the block may occur out of the order noted
in the figures. For example, two blocks shown in succession
may, in fact, be executed substantially concurrently, or the
blocks may sometimes be executed in the reverse order,
depending upon the functionality involved. It will also be
noted that each block of the block diagrams and/or flowchart
illustration, and combinations of blocks in the block diagrams
and/or flowchart illustration, can be implemented by special
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purpose hardware-based systems that perform the specified
functions or acts or carry out combinations of special purpose
hardware and computer instructions.

What is claimed is:

1. A method for magnetically controllable etching a sub-
strate comprising:

applying a magnetic etching ferrofluid, that contains an

aqueous etchant solution within one or more reverse
micelles responsive to a magnetic field, onto the sub-
strate at a first depth;

creating a magnetic field at a first strength that causes the

reverse micelle to move in a first direction at a first rate;
determining whether the substrate is at a second depth; and
reducing, in response to the substrate being at the second
depth, the magnetic field to a second strength to cause
the reverse micelle to move in the first direction at a
second rate.

2. The method of claim 1, wherein the second rate includes
non-movement of the reverse micelle.

3. The method of claim 1, further comprising:

adjusting the magnetic field to cause the reverse micelle to

move in a second direction.

4. The method of claim 1, further comprising:

increasing, in response to the substrate being at a depth

other than the second depth, the magnetic field to a third
strength cause the reverse micelle to move in the first
direction at a third rate.

5. The method of claim 4, further comprising:

adding iron nanoparticles in the magnetic etching ferrof-

luid to cause the reverse micelle to move in the first
direction at a fourth rate.

6. The method of claim 1, wherein the magnetic etching
ferrofluid includes a liquid carrier of a non-polar solvent.

7. The method of claim 6, wherein the magnetic etching
ferrofluid includes an iron nanoparticle suspended in the lig-
uid carrier.

8. The method of claim 6, wherein the non-polar solvent
includes isooctane.

9. The method of claim 1, wherein the aqueous etchant
solution has a volume of 1.4 cubic millimeters-3.0 cubic
millimeters.

10. The method of claim 1, wherein the aqueous etchant
solution contains encapsulated iron nanoparticles.

11. The method of claim 1, wherein the substrate includes
coppet.

12. The method of claim 1, wherein the aqueous etchant
solution includes copper chloride with a concentration of 125
g/L-175 g/L.

13. The method of claim 1, further comprising:

removing a portion of the substrate to the first depth,

wherein applying the magnetic etching ferrofluid occurs
responsive to the first depth.

14. The method of claim 1, further comprising:

rinsing the second depth of the substrate with a non-polar

solvent.



